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ABSTRACT: The performance of electric double-layer capacitors is strongly
inﬂuenced by the choice of electrolyte, and electrolytes comprised of ionic liquid
mixtures have shown promise for enabling high energy densities. Here we perform
all-atom molecular dynamics simulations of ionic liquids containing 1-ethyl-3methylimidazolium and diﬀerent fractions of bis(triﬂuoromethylsulfonyl)imide
and tetraﬂuoroborate, in conjunction with planar graphene sheets as electrodes.
We demonstrate that relative ion−electrode van der Waals interactions play an
important role in the population of ions adsorbed in the ﬁrst interfacial layer near
uncharged electrodes. Near charged electrodes, we ﬁnd that the ionic liquid
mixtures generally exhibit integral capacitances intermediate between the two pure ionic liquids. We characterize cumulative ion
densities near electrodes carrying various surface charges, revealing diﬀerent charging mechanisms for diﬀerent ionic liquids,
which we relate to the relative sizes of the ions. Finally, in the ionic liquid mixtures we identify an eﬀective ion exchanging
phenomenon wherein charging of the electrodes leads to diﬀerent trends in the densities of the two types of anions in the ﬁrst
interfacial layer, which enhances counterion adsorption and improves capacitance at the negative electrode.

1. INTRODUCTION
Electric double-layer capacitors, also known as supercapacitors,
are energy storage devices that oﬀer lifetimes of up to a million
cycles and high power densities of over 10 kW/kg, making
them ideal for energy storage applications demanding
durability and fast charging/discharging such as electric
buses or cranes.1−3 However, the energy density of a
supercapacitor is typically below 10 Wh/kg,4 limiting the
further adoption of supercapacitors in many applications. The
energy density of supercapacitors can be increased by
increasing their capacitance or operating potential windows,
both of which depend on the choice of electrolyte and
electrode.5,6 In order to rationally design improved devices, it
is critical to develop a better understanding of the eﬀects of the
electrolyte and electrode on supercapacitor performance.
The use of room-temperature ionic liquids as electrolytes in
supercapacitors oﬀers the promise of high energy densities by
enabling wide operating potential windows.5 Furthermore,
ionic liquids, which are comprised entirely of ions without any
neutral solvent, often are composed of organic molecules
whose properties can be chemically tailored, leading to a wide
variety of possible ion combinations.3 Ionic liquid mixtures,
which are ionic liquids containing more than one type of anion
or cation and are also sometimes referred to as double salt
ionic liquids,7 further broaden the number of possible
electrolyte compositions.8 Recently some ionic liquid mixtures
have been demonstrated experimentally and theoretically to
exhibit advantages over pure ionic liquids for supercapacitor
applications. For example, a 1:1 molar ratio mixture of 1methyl-1-propylpiperidinium bis(ﬂuorosulfonyl)imide and 1butyl-1-methylpyrrolidinium bis(ﬂuorosulfonyl)imide has been
© 2019 American Chemical Society

experimentally shown to improve supercapacitor performance
at low temperatures.1,9 At room temperature, various mixtures
of ionic liquids have been shown to enhance capacitance when
used in conjunction with onionlike carbon electrodes,10,11
mesoporous carbon electrodes,12 or mercury electrodes.13
However, existing theoretical and computational work on ionic
liquid mixtures in supercapacitors remains limited,10,12,14,15
and there is a need for additional understanding of the
mechanisms by which ionic liquid mixtures can improve
supercapacitor performance.
Here, using all-atom molecular dynamics (MD) simulations,
we study the eﬀect of ionic liquid mixture composition on
double-layer capacitance and ion distributions near planar
carbon electrodes carrying various diﬀerent charges. We
choose to study ionic liquid mixtures composed of 1-ethyl-3methylimidazolium (EMIM+), bis(triﬂuoromethylsulfonyl)imide (TFSI−), and tetraﬂuoroborate (BF−4 ), with compositions ranging from pure [EMIM+][TFSI−] to pure [EMIM+][BF−4 ]. These ions are commonly studied for supercapacitor
applications and have been experimentally observed to increase
capacitance and operating voltage window when paired with
onionlike carbon electrodes.10,16 In addition, the signiﬁcant
diﬀerence in the sizes of the two anions may be expected to
potentially result in interesting behavior.7
Our simulations reveal that near uncharged electrodes, there
is a signiﬁcant enrichment in TFSI− relative to BF−4 in the ﬁrst
interfacial layer in the ionic liquid mixtures. Using a mean-ﬁeld
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electrodes, we limit our study to voltages that are typical of
experiments, which are low enough that the constant charge
method remains a reasonable approximation for the more
computationally expensive constant-potential method.23,24
Long-range Coulombic interactions are calculated using a
particle-particle particle-mesh (PPPM) solver with a slab
geometry along the z direction, which is deﬁned as the
intersheet axis, as shown in Figure 1a. We use a velocity-Verlet
integrator with a 1 fs time step, and periodic boundary
conditions are used in the x and y directions. Our production
simulations are performed at an elevated temperature of 400 K
to expedite the dynamics of the system since previous MD
simulations have shown that in similar systems, the capacitance
does not vary signiﬁcantly with temperature between
approximately 300 and 400 K.14,25 Reported average values
and standard deviations of observable quantities are computed
using block averaging with 1 ns long blocks.26
We simulate ionic liquids with compositions X
∈{0,0.25,0.5,0.75,1}, where X is the mole fraction of anions
that are BF4−, so that the ionic liquid composition is
[EMIM+][TFSI−]1−X[BF−4 ]X. The number of ion pairs ranges
from 291 for X = 0 to 485 for X = 1, chosen such that the ﬁnal
separation between the electrodes is approximately 11 nm for
each of the systems. After initial assembly, systems are ﬁrst
equilibrated in the NVT ensemble using a stochastic velocityrescaling thermostat applied only to the ionic liquid. The
temperature is held at 600 K for at least 1 ns, ramped down to
400 K over 1 ns, and held at 400 K for 2 ns. Next, the system is
simulated in the NPT ensemble for at least 2 ns at a
temperature of 400 K and a pressure of 101.325 kPa, which is
implemented by allowing one of the electrodes to move as a
piston that experiences a speciﬁed force. Next, we ﬁx electrode
z positions based on the average z position of the piston
electrode during the last 1 ns of the NPT simulation, and all
subsequent simulations are performed in the NVT ensemble at
400 K. For uncharged electrodes, we perform 20 ns of
equilibration. For charged electrodes, charges are ramped up to
their ﬁnal values over 0.5 ns, followed by 5.5 ns of equilibration
at the speciﬁed charge. Production simulations are performed
in the NVT ensemble for 20 ns in all cases. To improve
statistical accuracy, the systems with charged electrodes are
simulated twice, implemented by swapping which of the
electrodes in the initial uncharged system are subsequently
positively or negatively charged. In systems with uncharged
electrodes, results from each of the two electrodes serve as
replicates. In the mixtures, poor mixing of the ionic liquid is a
signiﬁcant challenge at the simulated time scales and is
particularly apparent due to the presence of multiple types of
anions, so additional equilibration is performed prior to
production simulations. Speciﬁcally, following assembly, ionic
liquid mixture systems are equilibrated in the NVT ensemble
at a temperature of 600 K for 2 ns. Then, systems are simulated
in the NPT ensemble at a pressure of 101.325 kPa, ﬁrst for at
least 4.5 ns at 600 K, then with the temperature ramped down
to 400 K over 0.5 ns, and ﬁnally with the temperature held at
400 K for 3 ns. Subsequent NVT simulations are performed in
the same way as desribed above.
To compute the cation−anion intermolecular interaction
energies, separate MD simulations of the bulk ionic liquids
[EMIM+][TFSI−] and [EMIM+][BF−4 ] are performed. For
each system, 200 ion pairs are assembled using Packmol20 in a
cubic box, and simulations are performed with periodic
boundary conditions in all directions. First, the systems are

theory, we demonstrate that the relative strengths of the van
der Waals interactions of the ions with the electrodes play an
important role in this behavior. We also observe that the
double-layer capacitance of the ionic liquid mixtures is
generally intermediate between those of the two pure ionic
liquids, with diﬀerences occurring primarily at the negative
electrode. By examining cumulative ion densities within
various distances of the electrodes, we identify diﬀerent
charging mechanisms in the diﬀerent ionic liquids. Furthermore, in mixtures with suﬃciently low mole fraction anions
BF−4 , we ﬁnd that the densities of the two types of anions in the
ﬁrst interfacial layer exhibit opposite trends as electrode charge
becomes increasingly negative, leading to an eﬀective
exchanging of the anions that provides a mechanism for
capacitance enhancement. More broadly, our simulations
elucidate how supercapacitor capacitance and charging
mechanisms are inﬂuenced by ion−ion and ion−electrode
interactions as well as diﬀerences in eﬀective ion sizes.

2. METHODS
2.1. All-Atom Molecular Dynamics Simulations. A
schematic of our simulation setup is shown in Figure 1a, and

Figure 1. (a) Schematic of our simulation setup, in which an ionic
liquid (here, X = 0.5) is placed between two graphene sheets that act
as electrodes. EMIM+, TFSI−, BF−4 , and electrode carbons are shown
in red, green, blue, and gray, respectively. (b) Structures of the ions in
the ionic liquid.

ion structures are shown in Figure 1b. Molecular dynamics
simulations are performed using GPU-accelerated LAMMPS
(version 11 Aug. 2017),17−19 and initial conﬁgurations for the
ionic liquid are generated using Packmol.20 The ionic liquids
are modeled using the nonpolarizable OPLS-based all-atom
force ﬁeld of ref 21 without scaling the charges, and the
Lennard-Jones parameters for the carbon atoms of the
electrode are modeled with OPLS values of ε = 0.29288 kJ/
mol and σ = 0.355 nm.22 The electrodes are modeled as
graphene sheets with a lattice constant of a = 0.246 nm,
spatially ﬁxed positions, and sheet dimensions of 4.18 nm ×
2.98 nm. Constant charges ranging from 0 to ±0.014e, where e
is the elementary charge, are placed on each of the atoms in
the electrodes to model delocalized charge injected into the
electrodes, with charges of equal magnitude and opposite sign
on each of the two electrodes. Although this ﬁxed charge
method does not account for the polarizability of the
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Figure 2. (a) Cumulative number density of ion COMs within 0.7 nm of uncharged electrodes, as a function of X, the mole fraction of anions that
are BF−4 . Points are from MD simulations, and dashed lines are from the mean-ﬁeld theory. (b) Potential of zero charge ψPZC as a function of X,
obtained from MD simulations. Inset shows ψPZC obtained from the mean-ﬁeld theory. Error bars are standard deviations computed from block
averaging.

where z is the distance from the wall, zs = z0/(5/2)1/6 is a shift
so that the potential is purely attractive (since the Poisson−
Fermi model considered here leads to ion density peaks at z =
0), z0 is a parameter corresponding to the length scale of
inﬂuence of the Lennard-Jones potential, and εLJ determines
the strength of the attractive potential.
The electrostatic potential ψ is governed by Poisson’s
equation along the z axis (normal to the plane of the
electrode)

simulated in the NPT ensemble using an isotropic Berendsen
barostat at a pressure of 101.325 kPa and a stochastic velocityrescaling thermostat at a temperature of 600 K for 2.5 ns, after
which the temperature is ramped down to 400 K over 0.5 ns,
followed by 2 ns with the temperature held at 400 K. Next, the
system is simulated in the NVT ensemble for 4 ns. Using data
from the last 2 ns of the NVT simulation, we compute the total
intermolecular (Lennard-Jones and Coulombic) interaction
energies of all cations with all anions and divide by the total
number of ion pairs in order to obtain an estimate for the ionpair interaction energy.
2.2. Mean-Field Theory. We develop a mean-ﬁeld model
based on the generalized Poisson−Fermi model of ref 27 in
order to model ion populations near uncharged electrodes. In
addition to accounting for multiple ion species and the
diﬀerent molar volumes of the ions, we introduce a purely
attractive short-range interaction energy between each of the
ions and the electrodes, which describes speciﬁc adsorption of
the ions due to van der Waals forces. For our case of one type
of cation and two types of anions, the concentrations of each
ion species thus become

(

ci∞exp

ci =

−qieψ − Ui(z)

dψ
dz

=

c 2∞−
c+∞

=−
z=0

dψ
dz

σ
;
εrε0

=0
z →∞

(4)

where σ is the surface charge density of the electrode, which is
0 for an uncharged electrode, εr = 10 is the eﬀective relative
permittivity,29 and ε0 is the permittivity of vacuum. The
equations are nondimensionalized (see the Supporting
Information), discretized using ﬁnite diﬀerences, and solved
iteratively for ψ(z) using a ﬁxed point method. Subsequently,
ci(z) can be calculated from ψ(z), and the cumulative number
density in the interfacial layer can be estimated by integrating
from z = 0 to some distance z = z int . We use
γ
v+c+∞ = 1 + (1 − X ) v1− + X v2− , where 1 − γ represents the fraction

(1)

where ci ∈{c+, c1−, and c2−} are the concentrations of each of
the types of ions, qi are the charge numbers of each of the ions,
vi ∈ {v+, v1−, and v2−} are the molar volumes of each of the
types of ions, kB is Boltzmann’s constant, T is the temperature,
e is the elementary charge, ψ is the electrostatic potential, and
the bulk ion concentrations c∞
obey the electroneutrality
i
∞
∞
relationship q+ c∞
+ + q1− c1− + q2− c2− = 0. Thus, X =
c 2∞−
∞
c1 − + c 2∞−

(3)

with boundary conditions
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dψ y
d ij
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dz k
dz {
i

v+
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of free volume, and we choose γ = 0.75 to model a fairly
densely packed electrolyte, since γ is expected to be between
0.5 and 1 for most ionic liquids.30 We denote TFSI− and BF−4
as anions 1 and 2 respectively, and we use relative ion volumes
v1 −
v
= 1.6 and v2− = 0.22 , consistent with previous estimates
v

is the mole fraction of the anions that are type 2

in the bulk solution, which can be viewed as equivalent to the
parameter X used to characterize the MD simulations. Here,
the short-range attractive component of the van der Waals
interaction energy of ion type i with a planar electrode is
described by integration of a Lennard-Jones potential over halfspace in order to model interactions with a ﬂat wall28 and is
É
ÅÄÅ
3Ñ
Ñ
ÅÅ 2 ij z 0 yz9
1 ijj z 0 yzz ÑÑÑ
Å
j
z
Ui(z) = 2πεLJÅÅÅ jj
zz − jj
zz ÑÑÑ
ÅÅ 45 jk z + zs z{
3 jk z + zs z{ ÑÑÑ
ÅÇ
(2)
Ö

+

+

for the sizes of these ions.10 We use z0 = 0.35 nm for all ions,
and we integrate the computed concentration proﬁles over zint
= 0.45 nm. Note that these values for z0 and zint are chosen in
order to yield good agreement with the MD simulations for
cumulative ion densities in the interfacial layer, while they are
also physically reasonable. For εLJ we use values based on the
average per-ion interaction energies with uncharged electrodes
obtained from our MD simulations, as described in section 3.1
below.
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Figure 3. (a) Electrode surface charge density magnitude |σ| as a function of total voltage across the cell Δψ for various ionic liquid compositions.
Inset shows the charge density and voltage of the two electrodes separately. (b) Integral capacitance of the full cell as a function of cell voltage for
various ionic liquid compositions, plotted with the same colors and markers as in (a). (c) Integral capacitance of the full cell as a function of X at
ﬁve constant cell potentials ranging from 1.25 to 3.25 V. (d) Integral capacitance of each electrode as a function of X at electrode voltages of −1.5
and 1.5 V. Error bars are standard deviations computed from block averaging.

3. RESULTS AND DISCUSSION
3.1. Ion Adsorption at Uncharged Electrodes. First, we
consider uncharged electrodes and examine the populations of
ions adsorbed in the ﬁrst interfacial layer for various electrolyte
compositions. The points in Figure 2a show the cumulative
center of mass (COM) ion density within 0.7 nm of the
electrodes, which corresponds to the ﬁrst adsorbed layer of
ions, as a function of composition, from the MD simulations.
In the mixtures, we observe a signiﬁcant enrichment in the
number of TFSI− ions relative to the number of BF−4 ions,
compared to the bulk composition. This enrichment occurs
due to the signiﬁcantly larger van der Waals attraction to the
electrodes of the TFSI− ions compared to the BF−4 ions. From
our MD simulations, the average per-ion interaction energy
with the wall can be estimated for each type of ion by summing
the Lennard-Jones interaction energies of all ions within 1.3
nm of the electrodes (the cutoﬀ distance) and dividing by the
total number of ion COMs within that cutoﬀ distance. We ﬁnd
that the average per-ion Lennard-Jones interaction energies
with the wall are −19 kJ/mol for EMIM+, −22 kJ/mol for
TFSI−, and −6 kJ/mol for BF−4 . Using smaller cutoﬀ distances
results in larger per-ion interaction energy magnitudes but
similar ratios between the energies of the diﬀerent ions. These
energies are correlated with eﬀective ion size, with larger ions
experiencing greater attractive interactions with the electrodes.
Using a Poisson−Fermi mean-ﬁeld model (described in
section 2.2) in which we include diﬀerent attractive energies
with the wall for each of the types of ions, we are able to
produce similar behavior to the cumulative interfacial ion
adsorption densities observed in the MD simulations, as shown
by the dashed curves in Figure 2a. Note that the close
agreement arises because z0 and zint in the mean-ﬁeld model
are eﬀectively ﬁtting parameters, and the mean-ﬁeld model
used here should only be interpretted as yielding qualitative

predictions since it is a highly simpliﬁed description of the
system. The potential of zero charge (PZC) for each ionic
liquid composition can also be extracted from our MD
simulations (see section 3.2 below for details), and the PZCs
are shown in Figure 2b. We observe that the PZC transitions
from negative to positive as X varies from 0 to 1, consistent
with previous MD simulations of each of the pure ionic
liquids.31,32 As shown in the inset of Figure 2b, our mean-ﬁeld
model exhibits the same qualitative trend as the MD
simulations, with a transition from negative to positive values
as X increases from 0 to 1. Here, agreement between the meanﬁeld model and MD simulations is not quantitative because the
electrostatic potential is relatively sensitive to the details of ion
arrangements, which are not fully captured by the mean-ﬁeld
theory.
Consistent with our ﬁndings, experiments with ionic liquids
at a mercury electrode have observed a more positive PZC
with decreasing anion size.13 On the other hand, existing
classical density functional theory models33 that treat ions as
charged hard spheres and do not fully consider ion−electrode
van der Waals interactions have predicted contrasting trends in
ion adsorption densities and PZCs.10,15,34 Our results suggest
that ion adsorption densities near uncharged electrodes, and
consequently the PZC (which is aﬀected by which type of ion
preferentially resides closer to the electrode), strongly depend
on the intensity of the ions’ respective van der Waals
interactions with the walls.
3.2. Capacitance and Ion Adsorption Densities near
Charged Electrodes. Next, we explore the behavior of
systems with electrodes carrying nonzero surface charges. In
order to determine the voltage and double-layer capacitance of
the electrodes from the MD simulations, we compute the
potential ψ across the cell by solving Poisson’s equation in one
dimension:
1613
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Figure 4. Representative ion COM number density proﬁles for a X = 0.5 ionic liquid mixture near electrodes carrying surface charge densities of (a)
σ = −0.086 C/m2, (b) σ = 0 C/m2, and (c) σ = 0.086 C/m2. Diﬀerent colors represent diﬀerent species of ions (same legend applies to all
subﬁgures).

Figure 5. (a) Cumulative ion COM number densities within 0.5 nm of the electrodes for various ionic liquid compositions. (b) Cumulative ion
COM number densities within 0.5 nm of the electrodes relative to their zero-charge values. In all plots, cation densities are shown as circles
connected by solid lines while anion densities are shown as squares connected by dashed lines.

d2ψ
ρ
=−
2
ε
dz
0

electrode, while the positive electrode only shows a very
weakly increasing trend with X and tends to have a lower
integral capacitance. Interestingly, the observation of higher
capacitance at the negative than positive electrode for X = 1 is
consistent with previously reported atomistic MD simulations32 but is not predicted by mean-ﬁeld theories, which
instead simply predict higher capacitance on the electrode that
adsorbs the smaller ion (in this case, the positive electrode,
where the smaller BF−4 ions adsorb).35,36
To understand the mechanisms behind the observed
capacitance behavior, we can examine the ion adsorption
proﬁles near the electrodes. Figure 4 shows ion COM number
densities near electrodes carrying various surface charges, for
the X = 0.5 mixture, as an illustrative example. As expected,32,37
counterions adsorb while co-ions desorb upon charging, and
alternating layers rich in cations and anions form near charged
electrodes, persisting over several nanometers.
To quantify the accumulation of diﬀerent types of ions near
the electrodes, we can compute the cumulative ion COM
number density within a speciﬁed distance d of the electrodes,
which corresponds to integrating the peaks in Figure 4 from 0
to some distance d. First, we consider ion densities within d =
0.5 nm of the electrodes, which is chosen to only include the
ions within the ﬁrst interfacial layer that are closest to the
electrodes (i.e., ions lying ﬂat against the electrodes). These
ions are expected to have the greatest inﬂuence on the
capacitance because spatial oscillations in the charge density,
which determine the potential, decay rapidly to zero within less
than 1 nm from the electrodes, despite the longer-range
layering seen in the COM density proﬁles (see Figure S2 and
similar observations in refs 37 and 32).

(5)

where the charge density ρ is calculated by histogramming the
charges of the atoms as a function of position in z and
averaging over time. Here we deﬁne the PZC as the diﬀerence
between the electrode potential and the potential in the bulk of
the electrolyte for electrodes with zero charge: ψPZC = ψel,0 −
ψbulk,0. From the applied surface charge density σ and the
measured potential diﬀerence across the entire cell Δψ, we can
|σ |
calculate the integral capacitance of the full cell as C I = Δ ψ .
We can also calculate integral capacitances for each of the
σ
electrodes separately via 2C I = ψ − ψ , where ψ is the
PZC

potential drop between the electrode and the bulk electrolyte.
Figure 3a shows |σ| on each electrode vs Δψ for various values
of X, while the inset shows σ as a function of ψ − ψPZC. The
behavior is quite similar for all of the ionic liquid compositions,
indicating that there are only small diﬀerences in the integral
capacitances of the various ionic liquids.
As shown in Figure 3b, the total integral capacitance is
overall highest for X = 1, and none of the mixtures exhibit a
higher integral capacitance than the best-performing pure
composition. To provide a more direct comparison of the
diﬀerent electrolyte compositions, we plot in Figure 3c the
total integral capacitances intepolated to ﬁve values of constant
cell potential ranging from 1.25 to 3.25 V, showing a trend of
increasing capacitance as X increases. As shown in Figure 3d,
when we consider the integral capacitance of each electrode
separately (also see Figure S1), we ﬁnd that most of the
variation in integral capacitance with X occurs at the negative
1614
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Figure 6. (a, d) COM number density of EMIM+ for various diﬀerent electrode surface charge densities σ. (b, e) Cumulative COM ion number
densities within a distance d from an electrode carrying a charge of σ =−0.073 C/m2, relative to the values near an uncharged electrode. (c, f)
Cumulative COM ion number densities within a distance d from an electrode carrying a charge of σ = 0.073 C/m2, relative to the values near an
uncharged electrode. In (a−c), X = 0, while in (d−f), X = 1.

from the electrodes. To highlight variations, here we focus on
the two pure ionic liquids and ﬁrst consider as an illustrative
example the cation COM number density proﬁles near
negatively charged electrodes, as shown in Figures 6a and d
for X = 0 (pure [EMIM+][TFSI−]) and X = 1 (pure
[EMIM+][BF−4 ]) respectively. The peak in density closest to
the electrode corresponds to EMIM+ ions lying ﬂat against the
electrode, while the peak near 0.6 nm corresponds to EMIM+
oriented perpendicularly to the electrode, with one alkyl group
adjacent to the electrode and the other pointing away so that
the ring of the molecule is elevated and tilted from the
electrode plane, as determined by separately visualizing ions
with COMs in certain regions. Figures 6a and d show that as
the electrode becomes increasingly negatively charged, there is
a noticeably greater decrease in the size of the peak near 0.6
nm for X = 1 compared to for X = 0, which implies that for X =
1 there is a larger degree of cation reorientation within the ﬁrst
interfacial layer. Indeed, all of the ionic liquid compositions
studied here exhibit signiﬁcant cation reorientation within the
ﬁrst interfacial layer upon charging of the electrodes (see
Figure S3).
To further quantify ion density changes, we next plot the
cumulative ion COM number densities relative to their zerocharge values as a function of considered distance d from the
electrode, as shown in Figures 6b, c, e, f. Figures 6b, e show
that at the negative electrode, for X = 0 charging is overall
driven by a greater amount of cation adsorption and less anion
desorption than for X = 1. Likewise, Figures 6c, f show that at
the positive electrode, for X = 0 there is overall greater cation
desorption and less anion adsorption than for X = 1. These
results suggest that for each ionic liquid, one of the ion species
can experience greater changes in cumulative density in
response to electrode charging than the other ion species. In
particular, here we observe greater changes in cumulative
densities of the smaller ion in each ionic liquid, which may
reﬂect a preference of the larger ion to instead reorient rather
than adsorb/desorb. These ﬁndings are consistent with

Figure 5a shows the cumulative COM number densities of
cations and anions within 0.5 nm of the electrodes as a
function of electrode voltage for various diﬀerent electrolyte
compositions, showing expected trends of cations and anions
adsorbing or desorbing depending on whether they are
counterions or co-ions. Since capacitance is determined by
changes relative to the uncharged state, we plot in Figure 5b
the cumulative ion densities within 0.5 nm of the electrodes
shifted by their zero-charge values. As shown in Figure 5b, at
negatively charged electrodes, the relative amount of anion
desorption clearly increases as X increases, which partially
explains the increase in capacitance with X at the negative
electrode seen in Figure 3d. This behavior may be attributed to
the smaller eﬀective size of the BF−4 anion than the TFSI−
anion, which allows for a higher packing density and closer
approach near uncharged electrodes and thus greater relative
desorption upon negatively charging the electrode.
More subtly, Figure 5b also shows that relative cation
adsorption near negatively charged electrodes tends to be
greater for the X = 0.25 and X = 0.5 mixtures than for both of
the pure ionic liquids. This nonintermediate mixture behavior
will be discussed in greater detail in section 3.3 below. At the
positive electrode, no signiﬁcant trends with respect to ionic
liquid composition are observed, consistent with the weak
dependence on X of the positive electrode capacitance seen in
Figure 3d. Despite the diﬀerent anions adsorbing on the
positive electrode, the relative cumulative density behavior of
the diﬀerent compositions is similar due to the fact that the
smaller BF−4 anions are accompanied by a higher density of
EMIM+ cations, eliminating any advantages in ion adsorption
density that may have been expected due to the smaller size of
the BF−4 .
While the relative cumulative cation densities within 0.5 nm
of the electrodes correlate well with the characterized electrode
integral capacitances, further understanding of the diﬀerent
charging mechanisms in diﬀerent ionic liquids can be gained by
also examining the behavior of ions within a greater distance
1615
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understood to arise due to the closer approach of the smaller
BF−4 anion to the cation. Quantitatively, we compute cation−
anion intermolecular interaction energies from simulations of
bulk pure ionic liquids (as described in section 2.1), yielding
ion-pair interaction energy estimates of −346 kJ/mol for
[EMIM+][TFSI−] and −439 kJ/mol for [EMIM+][BF−4 ].
Thus, the increase in cation density near negatively charged
electrodes also leads to a relative increase in nearby BF−4
density. Additionally, as the anions move farther away from
negatively charged electrodes, their attractive van der Waals
interactions with the electrodes become less signiﬁcant, so the
driving force for enrichment in TFSI− (discussed in section
3.1) is reduced. Finally, Figures 4a, b show that negatively
charging the electrode appears to cause the ﬁrst two BF−4
density peaks nearest the electrode (peaks near 0.4 and 0.8 nm
near the uncharged electrode) to merge into one, thus
increasing the BF−4 density in the ﬁrst interfacial layer due to
the layering distances dictated by the ion sizes.
An important consequence of the increase in BF−4 density in
the ﬁrst interfacial layer with increasingly negative electrode
charge is that cation adsorption near the electrode is enhanced
since the smaller size of BF−4 than TFSI− leads to a higher ion
number density. This increase in cation adsorption in the ionic
liquid mixtures provides a mechanism for capacitance
enhancement since the ions closest to the electrodes have
the greatest inﬂuence on the capacitance. We note that the
prominence of this eﬀective anion exchanging phenomenon is
greater for lower values of X, so that mixtures with suﬃciently
high mole fractions of BF−4 exhibit no signiﬁcant anion
exchanging in the ﬁrst interfacial layer (see Figure S4). This
occurs because the eﬀective exchanging of the anions is largely
driven by changes in the density of the cations, and more
EMIM+ adsorption occurs at the negative electrode in the
presence of TFSI− than in the presence of BF−4 , as discussed in
section 3.2 above. Additionally, ionic liquids with a greater
fraction of TFSI− (lower X) have wider spacing between ion
layers near the electrodes, favoring greater increases in the
amount of BF−4 between the cation layers. We expect that the
eﬀective anion exchanging eﬀect would be more prominent in
ionic liquids with greater diﬀerences between the sizes of the
two anion species.
Near positively charged electrodes, one might expect that, by
the same ion−ion interaction mechanism as near negatively
charged electrodes, desorption of EMIM+ ions would lead to a
reduction in BF−4 density and an increase in TFSI− density in
the ﬁrst interfacial layer. However, no signiﬁcant eﬀective
anion exchanging upon positively charging the electrode is
observed in Figure 7. A likely reason for this is that ion−
electrode interactions become more important when the
anions are counterions due to their close contact with the
electrodes, and the small BF−4 anion is expected to be strongly
attracted to positively charged electrodes due to its close
approach to the surface. In addition, we note that the low
density of BF−4 near uncharged electrodes limits how much
BF−4 can desorb upon charging even if there were a driving
force for desorption.
From a practical standpoint, even if eﬀective anion
exchanging were to occur at the positive electrode, it would
not necessarily improve the positive electrode capacitance
since any beneﬁts from enhancement in cation desorption
would be oﬀset by the reduction in adsorption of the smaller
anion, which is expected to have a large impact on capacitance
due to its close approach to positively charged electrodes.

previous MD simulations using diﬀerent electrode structures,
which showed that in supercapacitors with [EMIM+][TFSI−]
as the electrolyte, the smaller EMIM+ ion is more “active” and
adsorbs/desorbs more than the larger TFSI− ion, while in
other ionic liquids with a smaller anion than cation, the anion
was found to be more “active.”5
The plots of relative cumulative ion density as a function of
d in Figure 6 also demonstrate the complex nature of ion
restructuring near charged electrodes. For example, Figure 6e
shows that for X = 1, the relative cumulative cation density
near a negatively charged electrode falls below zero near d =
0.7 nm, indicating that within 0.7 nm, there is actually a small
net loss in cumulative number of cations upon negatively
charging the electrode, despite the fact that the cations are
counterions. This suggests that the increases in cumulative
cation density within d < 0.7 nm are primarily driven by
reorientation and local reorganization of the cations. In
contrast, Figure 6b shows that for X = 0, the change in
cumulative cation density always remains positive near a
negatively charged electrode, suggesting a greater role of ion
adsorption from the bulk electrolyte.
3.3. Eﬀective Ion Exchanging Phenomenon in Certain
Mixtures. Next, we focus on behavior speciﬁc to ionic liquid
mixtures. To better understand the enhanced cation
adsorption near the negative electrode shown in Figure 5 for
the mixtures with X = 0.25 and X = 0.5, we examine the
cumulative densities of each type of ion within 0.7 nm of the
electrodes, as shown in Figure 7, for the X = 0.5 mixture. Here

Figure 7. Cumulative ion COM number densities within d = 0.7 nm
of the electrodes for X = 0.5. TFSI− and BF−4 densities vary diﬀerently
as a function of electrode potential, leading to an eﬀective exchanging
of the two types of anions. Here, the range of the error bars
corresponds to the diﬀerence between the two replicate simulations.

we choose to consider d = 0.7 nm in order to include both
counterions and co-ions in the ﬁrst interfacial layer over the
range of electrode surface charges considered. While the cation
density expectedly increases or decreases with electrode
voltage depending on whether EMIM+ is a counterion or coion, the two types of anions display distinctly diﬀerent
behavior. With increasingly negative electrode voltages, the
TFSI− density decreases while the BF−4 density increases. On
the other hand, an increasingly positive electrode voltage leads
to an increase in TFSI− density and no signiﬁcant change in
BF−4 density.
This eﬀective exchanging of the two types of anions near
negatively charged electrodes occurs due to the diﬀerent
interaction energies and sizes of the two anions. The
intermolecular attraction between EMIM+ and BF−4 is greater
than that of EMIM+ and TFSI−, which can qualitatively be
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Therefore, in order to maximize improvements in overall cell
capacitance of ionic liquid mixtures via the anion exchanging
phenomenon identiﬁed here, the capacitance of the negative
electrode should be lower than that of the positive electrode so
that improvements in the negative electrode capacitance would
signiﬁcantly impact overall cell capacitance.

reorientation of ions near the electrodes upon charging, for
example.
Our results suggest that in order to achieve more substantial
improvements in supercapacitor energy density, it will be
necessary to not only tune the electrolyte composition but also
modify electrode properties, for example via surface functionalization, doping, or varying the nanoporous electrode
structure. Here we have revealed how diﬀering ion−ion and
ion−electrode interactions as well as diﬀerences in the eﬀective
sizes of the various species in ionic liquid mixtures can
inﬂuence the interfacial organization of ions near uncharged
and charged electrodes, which in turn aﬀects double-layer
capacitances. These advances in the understanding of charging
mechanisms can be used to develop new strategies for
engineering improved supercapacitors.

4. CONCLUSION
Here we have performed all-atom MD simulations of
[EMIM+][TFSI−]1−X[BF−4 ]X, with X ranging from 0 to 1,
near planar carbon electrodes carrying various surface charges.
In the ﬁrst interfacial layer near uncharged electrodes, we ﬁnd
that TFSI− adsorbs preferentially over BF−4 in mixtures due to
its greater van der Waals attraction to the electrodes. We also
observe that the total integral capacitance of the cell generally
increases with the amount of BF−4 in the ionic liquid, with most
of the diﬀerences occurring at the negative rather than the
positive electrode. By analyzing changes in cumulative ion
densities in the vicinity of the electrodes, we ﬁnd that in each
pure ionic liquid, upon charging the electrodes the smaller ion
tends to experience overall greater changes in cumulative
density than the larger ion, which instead tends to reorient and
locally restructure. Finally, in the ionic liquid mixtures we
identify a mechanism for capacitance enhancement at the
negative electrode that occurs via an eﬀective exchanging of the
two types of anions, which enhances cation adsorption, driven
by diﬀerences in the eﬀective ion sizes and intermolecular
interactions. We ﬁnd that the extent of anion exchanging is
greatest in mixtures with lower mole fractions of BF−4 , and we
note that capacitance enhancements via this mechanism only
occur at the negative electrode, suggesting maximum overall
gains in systems where the total cell capacitance is limited by
the negative electrode.
Overall, our work provides insight into the behavior of ionic
liquid mixtures near charged surfaces. Although our
simulations do not yield a higher integral capacitance for any
of the mixtures relative to the pure ionic liquids, as was
observed in the experiments of ref 10, we note that the
eﬀective anion exchanging phenomenon identiﬁed here, which
is more prominent at lower mole fractions of BF−4 , could play a
role in the capacitance enhancement at X = 0.2 reported in ref
10. Additionally, there are a variety of phenomena that may be
present in experimental supercapacitor cells but are not
modeled in our simulations, and our results suggest that at
least some of these factors may signiﬁcantly impact
experimentally measured capacitances. For example, in experiments there may be trace amounts of water that preferentially
accumulate at the electrode interface,38 and functional groups
or contaminants such as hydrocarbons adsorbed from the
ambient environment39 may be present on electrode surfaces.
Furthermore, capacitances measured via cyclic voltammetry
arise from a dynamic charging process, whereas our
simulations characterize a system in equilibrium. We also
note that our simulations do not explicitly account for
polarizability of either the electrodes or the ions in the
electrolyte, and we model the electrodes as planar graphene
sheets, which may not be a good description of structures such
as the onionlike carbon electrodes of ref 10. Nonetheless, allatom MD simulations oﬀer signiﬁcant advantages over
simpliﬁed continuum models since our simulations are able
to capture the eﬀects of detailed atomistic structures and
interactions of speciﬁc ions with the electrodes, including the
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